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Figure 1A. Infrared spectra of xanthan gum. 
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Figure 1B. Infrared spectra of Eudragit RS100. 

 

 

 

Figure 1C. Infrared spectra of sodium alginate. 
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Figure 1D. Infrared spectra of glibenclamide + Eudragit RS 100. 

 

 

 

Figure 1E. Infrared spectra of glibenclamide + xanthan gum. 
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Figure 1F. Infrared spectra of glibenclamide + xantham gum + Eudragit RS100 + sodium alginate. 

 

 

 

 

Figure 1F. Infrared spectra of glibenclamide.
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  Figure 2A. Differential Scanning Calorimetry (DSC) thermogram of xanthan gum. 

 

 

 

Figure 2B. Differential Scanning Calorimetry (DSC) thermogram of Eudragit RS100. 

 



 

 

 

Figure 2C. Differential Scanning Calorimetry (DSC) thermogram of sodium alginate. 

 

 

  

Figure 2D. Differential Scanning Calorimetry (DSC) thermogram of formulation F8. 



 

 

 

Figure 2E. Differential Scanning Calorimetry (DSC) thermogram of glibenclamide pure drug. 

 

 


